DIN EN ISO 17075:2008-02 (E)

Leather - Chemical tests - Determination of chromium(VI) content (ISO 17075:2007)

Contents Page
0T =T o 6
1 £ T o - 4
2 Normative referenCes ... 4
3 Terms and definitioNs ... 4
4 1 T o 4
5 =Y Vo 1= 1 5
6 N o o 2= T = 10 5
7 T T - 6
71 Sampling and preparation of SAMPIES ..........coo i ———— 6
7.2 Preparation of analytical solution ..o —————— 6
7.3 Determination of chromium(VI) in the solution obtained from the extraction procedure ...... 6
7.4 BIank SOIULION ......ueeeeiiieiii e 7
7.5 L0 111 4] - 1o o 7
7.6 Determination of the recCoVery rate ... ————— 7
7.6.1 Influence of the MALriX ... 7
7.6.2 Influence of the RP material ...t s 8
8 Calculation and expression of results ... 8
8.1 Calculation of chromium(VI) content ..o 8
8.2 Recovery rate (according to 7.6.1) ......ccccciiviimiiniiinin s ——— 9
8.3 EXPression of reSUILS ... 9
9 TESE FEPOIT ... s s ssssssssssssssssssssssssssnssssssnnnsnnnsnnnnnsnnnnnnn 9
Annex A (informative) Reversed phase material ........ccccccoiiicciiiiiininincccssseerr s ssmne s eesees 10
Annex B (informative) ACCUIACY .......cciiiiiccciieimiiiiiiisssssssmss e s s s ssssssssssse e s e s ssssssssssmssessesssssssssmsssessessssnnsnsessssannnn 1



		2024-05-14T18:06:49+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




