
 
 - 1 -

ISO 1798:2008-02 (E) 
 
 
Flexible cellular polymeric materials - Determination of tensile strength and 
elongation at break 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Terms and definitions ....................................................................................................................1 
 
4 Apparatus ........................................................................................................................................2 
 
5 Test pieces ......................................................................................................................................2 
 
6 Procedure ........................................................................................................................................4 
 
7 Calculation ......................................................................................................................................4 
 
8 Test report .......................................................................................................................................5 
 
Annex A (informative) Comparative testing of type 1 and type 1A test pieces ........................................6 
 
Bibliography ...................................................................................................................................................11 
 


		2026-07-09T14:43:25+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




