ISO 815-2:2008-02 (E)

Rubber, vulcanized or thermoplastic - Determination of compression set - Part 2: At
low temperatures

Contents Page
1 £ o - PSS 1

2 Normative references ... —————— 1

3 PriNCIPIE i —————————————————————————————————————————————————————— 1

4 N0 o 2= T = 1 0 = 2
5 =53 8 o] =Y o 4
6 Test CONAItIONS ... ——————————— 6
7 g 0T o= o 1T T 6
8 EXPression Of reSUILS ........ooicc i e s e e s s e e s smn e e s e e s s mnme e e e e e nanmmnn e e e s 7
9 g = o =T o 7
10 =53 0 =Y o Lo o 8



		2026-07-09T03:17:23+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




