
 
 - 1 -

DIN EN ISO 7539-8:2008-08 (E) 
 
 
Corrosion of metals and alloys - Stress corrosion testing - Part 8: Preparation and u 
se of specimens to evaluate weldments (ISO 7539-8:2000) 
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