DIN EN 13161:2008-08 (E)

Natural stone test methods - Determination of flexural strength under constant
moment

Contents Page
0T =T o 3
1 £ o - PSS 5
2 NOIrMAtive refErEeNCEeS ..ot e e mnn e s 5
3 T T 1 o 5
4 SYMDOIS ... ————————————— 5
5 N o o 2= T = 10 = 5
6 Preparation of SPECIMENS ... s s e e e s s nmn e e e e s nnmen e e e s 6
6.1 £ =T 1] o115 T PSS 6
6.2 LIS ST 1= o2 1 1 1= 6
6.2.1 SUfACe fINISH ... e 6
6.2.2 D 1] 4 =T 0 =TT 4 7
6.2.3 Limit deViatioNns ... e 7
6.2.4 Planes of aniSOtrOPY .....ccciiiiiiriiiiiiii i 7
6.2.5 Conditioning before testing .........cccovrviiinii e ————————— 9
7 =TS 8 oo = [T - 9
8 EXPression Of r@SUILS .......ccoiiicciiiiiiiii e sss e s s s s s e e e e e s s s s ssmn e e e e e e s s s s mmn e e e ne s s nnnnns 10
9 TESE FEPOIT ... s s s s sssssssssssssssssssssssssssnnsnnnnnnnnnnnnnnnnn 10
Annex A (normative) Statistical evaluation of the test results ..........occcoovimriiir e, 12
AA1 T o - 12
A.2 Symbols and definitions ... ———————— 12
A3 Statistical evaluation of test results ... ——— 12
[ T0 o T T T o 15



		2026-05-11T18:38:40+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




