ISO 8894-1:2010-04 (E)

Refractory materials - Determination of thermal conductivity - Part 1: Hot-wire
methods (cross-array and resistance thermometer)

Contents Page
[0 =3 T o o iv
1 £ o - PSS 1
2 Terms and definitionNs ... ———————————— 1
3 T T 1 o 2
4 N ¢ o 2= T = 10 = 2
5 =TS 8 o] =Y o 8
6 g 0T o= o 11T 9
7 AssessSmeNnt Of reSUILS ......occiiiciiiimi i ————— 10
8 Calculation and expression of reSUItS ........cccccicccicmmiirnincc s e nnann 1
9 =Y o2 =TT o 1
10 B IC=53 0 =Y o XY o 1
Annex A (informative) Data conversion of change in resistance to change in temperature ................ 13
Annex B (informative) Examples of thermal conductivity measurements ..........ccccccemrriiiccccicernneennnnnns 18



		2026-06-25T08:01:21+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




