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DIN EN ISO 28706-3:2011-08 (E) 
 
 
Vitreous and porcelain enamels - Determination of resistance to chemical corrosion - 
Part 3: Determination of resistance to chemical corrosion by alkaline liquids using a 
hexagonal vessel (ISO 28706-3:2008) 
 
 
Contents            Page 
 
 
Foreword ..........................................................................................................................................................3 
 
Introduction ......................................................................................................................................................4 
 
1 Scope ...............................................................................................................................................6 
 
2 Normative references ....................................................................................................................6 
 
3 Principle ..........................................................................................................................................6 
 
4 Reagents .........................................................................................................................................7 
 
5 Apparatus and materials ...............................................................................................................7 
 
6 Test specimens ............................................................................................................................12 
 
7 Procedure ......................................................................................................................................12 
 
8 Expression of results ...................................................................................................................12 
 
9 Standard detergent solution test ................................................................................................13 
9.1 General ..........................................................................................................................................13 
9.2 Test solution .................................................................................................................................13 
9.3 Test temperature ..........................................................................................................................13 
9.4 Duration of the test ......................................................................................................................13 
9.5 Test report .....................................................................................................................................14 
 
10 Other test solutions and/or conditions ......................................................................................14 
10.1 General ..........................................................................................................................................14 
10.2 Test solution .................................................................................................................................14 
10.3 Test temperature ..........................................................................................................................14 
10.4 Duration of the test ......................................................................................................................14 
10.5 Test report .....................................................................................................................................15 
 


		2026-06-25T04:08:02+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




