DIN EN ISO 28706-5:2011-09 (E)

Vitreous and porcelain enamels - Determination of resistance to chemic al corrosion

- Part 5: Determination of resistance to chemical corrosion in closed systems (ISO
28706-5:2010)

Contents Page
[ = T o o 3
L oo [T T 4
1 T o - P 6
2 Normative referencCes ... —————— 6
3 1 oo [ 6
4 APPAFALUS ... s e s e s e e e s s nnnsnrnnnnnnnrnnn 7
5 B IC=ES3 K= 1= o3 14 =T 0 S 8
6 g (o T 7= o [T - 8
7 EXpPression of reSults ... 9
8 Autoclave test with hydrochloric acid ... 10
9 Test with hot sodium hydroxide solution ... 1
10 Tests with simulated SOIUtIONS ........cccocieiiiiir e ———— 12
1 Tests with process flUids ... 1
Annex A (informative) EXplanatory NOLES ...........oiccccccmimiiiinicccceserr s s sssssss e s s s ssmse e e s e s sssssnn e e eesnnnnn 14
=1 o7 [T Yo | = T o 17/ 16



		2024-04-30T22:08:57+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




