DIN EN ISO 14088:2012-05 (E)

Leather - Chemical tests - Quantitative analysis of tanning agents by filter method
(1ISO 14088:2012)

Contents Page
[0 =3 T o o 3
1 £ o - PSP 4
2 Normative references ... —————— 4
3 T T 1 o 4
4 REAGENTES ..ot 4
5 N o o 2= T - 10 = 4
6 Sampling and sample preparation ..........ccccccciiiccccsmrire e 6
7 Instrumental @analySis .......cccciiiiiiiiii i ————————————————— 7
71 Preparation of the analytical SOIUtiON ... 7
711 Vegetable tanning agents in powder/solid form ..........ccccoiiiiiccccceinr e 7
71.2 Vegetable tanning agents in liquid form ........ccccoiiiiiin e —————— 7
713 Synthetic tanning agents in powder form ... ————————— 7
71.4 Synthetic tanning agents in liquid form ..o ——————— 7
71.5 Vegetable tanning agents organic solvent extracted in powder form .........cccccviviiiiniiennnnnnns 7
7.2 Preparation of the bell ... e e 8
7.3 De-tanning the analytical solution (determination of the non-tanning agents) .............c.c...... 8
7.4 Determination of soluble substances ...........cccciiiiinn e ———— 8
7.5 Determination of total Solids ...........ccccimiiiin e —————— 9
8 Calculation and expression of the results ..........ccccciiiiiiiccccccr e 9
9 TESE FEPONT ... s s s sssssssssssssssssssssssssnnnsnsnnnnnnnsnnnnnnn 10
Annex A (informative) Approximate quantity of vegetable tannic extract agent in powder/solid form
10 be WEIGNEA ... ————— 1

Annex B (normative) Determination of hide powder blank value ...........ccccciiiiiiiininin e 12
Annex C (informative) Suppliers of hide POWEr ... s nme e 13



		2026-06-25T04:06:42+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




