ISO 814:2011-11 (E)

Rubber, vulcanized or thermoplastic - Determination of adhesion to metal - Two-plate
method

Contents Page
0T =T o iv
1 £ o - PSP 1

2 NOIrMAtive refErEeNCEeS ... s s e e mnn e nas 1

3 T T 1 o 1

4 N o o 2= T = 10 2
5 L= 1o -1 1 o Y TPt 2
6 =553 S =Y o 2
6.1 D 1] 4 Lo =TT 4 2
6.2 Preparation ... 2
6.3 LT ] o= 3
6.4 L0 4 Lo 11 Te 115 V' PSS 4
7 oY o= o L] PP 4
8 EXPression of reSUILS ... 4
8.1 AdNESION VAIUE ... s s s n e e e e a s nnnnnnnn 4
8.2 Adhesion failure SymbOoIS ..o ———————————— 4
9 TESE FEPOIT ... s s ssssssssssssssssssssssssssssnsnsnsnnnsnnnnnsnnnnnnn 5
Annex A (normative) Calibration schedule ... s e annns 6
A1 1 1= o 1= o o o 6
A.2 £ T o3 4 1= o L] 0Pt 6



		2024-05-15T06:40:42+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




