
 

 - 1 -

DIN EN 14617-4:2012-06 (E) 
 
 
Agglomerated stone - Test methods - Part 4: Determination of the abrasion 
resistance, German version EN 14617-4:2012 
 
 

Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references  .................................................................................................................... 4 
 
3 Principle of the test method  .......................................................................................................... 4 
 
4 Abrasive material  ........................................................................................................................... 4 
 
5 Apparatus  ........................................................................................................................................ 4 
 
6 Calibration  ....................................................................................................................................... 7 
 
7 Test specimen preparation  ........................................................................................................... 7 
7.1 Sampling  ......................................................................................................................................... 7 
7.2 Specimens preparation  ................................................................................................................. 7 
 
8 Procedure  ........................................................................................................................................ 8 
8.1 Test method  .................................................................................................................................... 8 
8.2 Groove measurement  .................................................................................................................... 8 
 
9 Test results  ..................................................................................................................................... 8 
 
10 Test report  ....................................................................................................................................... 9 
 
Bibliography  ................................................................................................................................................... 10 
 


		2026-07-11T23:09:29+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




