DIN EN 14617-5:2012-06 (E)

Agglomerated stone - Test
resistance

methods - Part 5: Determination of freeze and thaw

Contents Page
0= o 3
1 £ o - PSP 4
2 NOIrMAtive refErEeNCEeS ... s s e e mnn e nas 4
3 Terms, definitions and SYmDbOIS ............ e 4
3.1 Terms and definitioNs ... 4
3.2 SYMDOIS ... —————————— 4
4 e T T 1 o1 4
5 Y o] 0T T -1 U 4
6 Preparation of the SPeCIMENS ... s e 5
6.1 £ =T 1] o111 T PSS 5
6.2 Conditioning before testing .......ccccciiiiicccccrr e ————— 5
7 =TS 8 oo = [T - 5
71 Water SatUration ... e e 5
7.2 Freeze/thaw CYCIING .....cccceiiiiiiiiiiii it 5
7.3 Flexural strength determination ..........cccociiiiiici e —————— 5
8 EXPression Of r@SUILS ........ooiiccceciiiiiiiccccecrin s e s s s e e e s smn e e e e s s e s anmn e e e en s namnmnn e e e s 5
9 TESE FEPOIT ... s sssssssssssssssssssssssssssssssnsnnnsnnnsnnnnnsnnnnnnn 6
[Z71 o7 [T Yo | = T o 137/ 7



		2026-07-11T23:09:25+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




