
 
 - 1 - 

ISO 13934-2:1999-02 (E) 
 
 
Textiles - Tensile properties of fabrics - Part 2: Determination of maximum force 
using the grab method 
 
 
Contents            Page 
 
Foreword  ........................................................................................................................................................ IV   
 
Introduction  .................................................................................................................................................... IV 
 
1      Scope ......................................................................................................................................................... 1 
 
2      Normatives References ........................................................................................................................... 1 
 
3      Definitions ................................................................................................................................................. 2 
 
4      Principle .................................................................................................................................................... 2 
 
5      Sampling ................................................................................................................................................... 3 
 
6      Apparatus .................................................................................................................................................. 3 
 
7      Atmosphere for conditioning and testing .............................................................................................. 5 
 
8      Preparation of test specimens ................................................................................................................ 5 
 
9      Procedure .................................................................................................................................................. 6 
 
10      Calculation and expression of results ................................................................................................. 7 
 
11      Test report ............................................................................................................................................... 7 
 
Annex A (informative) Suggested procedure for sampling ......................................................................... 9 
 
Annex B (informative) Locations of test specimens cut from a laboratory sample ................................ 10 
 
Annex C (informative) Arrangements of jaws for grab test ....................................................................... 11 
 
Annex D (informative) Bibliography  ............................................................................................................ 12 
 


		2026-05-19T06:01:03+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




