
 

 - 1 -

ISO 1927-5:2012-12 (E) 
 
 
Monolithic (unshaped) refractory products - Part 5: Preparation and treatment of test 
pieces 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references  .................................................................................................................... 1 
 
3 Dimensions of test pieces  ............................................................................................................. 1 
 
4 Apparatus  ........................................................................................................................................ 2 
 
5 Preparation of castable test pieces  .............................................................................................. 6 
5.1 Dense castables  ............................................................................................................................. 6 
5.2 Insulating castables  ....................................................................................................................... 7 
 
6 Preparation of test pieces from ramming materials, taphole clay and dry vibration mixes  .. 9 
6.1 Ramming mixes  .............................................................................................................................. 9 
6.2 Plastics  .......................................................................................................................................... 10 
6.3 Taphole clay materials  ................................................................................................................. 11 
6.4 Dry vibrating mixes  ...................................................................................................................... 11 
 
7 Treatment of test pieces  .............................................................................................................. 12 
7.1 Castables  ...................................................................................................................................... 12 
7.2 Ramming mixes and plastics  ...................................................................................................... 13 
 
8 Firing  ............................................................................................................................................. 14 
8.1 Castables  ...................................................................................................................................... 14 
8.2 Ramming mixes and plastics  ...................................................................................................... 15 
 
9 Test report  ..................................................................................................................................... 17 
 
Bibliography  ................................................................................................................................................... 18 
 


		2026-06-23T02:11:22+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




