ISO/TS 17796:2013-06 (E)

Rubber - Trapping and identification of volatile components of rubber fumes with
active sampling on a poly(2,6-diphenylphenylene oxide) type sorbent, using
thermodesorption and gas chromatographic method with mass spectrometric
detection
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