ISO 5431:2013-08 (E)

Leather - Wet blue goat skins - Specification

Contents Page
0T =T o iv
1 £ T o - 1
2 Normative referenCes ... e 1
3 TermsanddefinitioNs ..o 1
4 LYo [T =Y 4 L= o 1
4.1 RaW Material ..o 1
4.2 K= 1110 1 2 1
4.3 Fungicidal additives ........ccccuciiiiiiiiiiii i —————_— 2
44 Presentation ... e e 2
4.5 Shrinkage temMPerature ... —————————————— 2
4.6 Chemical reqUIremMeNts ... s mm e e e smmnn s se s mmnns 2
5 SAMPIING ceeeiiiiiiiiiii iR 2
5.1 Sampling for routing teStiNg .....cccccoii i ———— 2
5.2 Sampling in case Of AISPULE ......cccviiiiiicciiciiir e css e ss e e s smnnn e e e s s mnnns 2
5.3 Preparation of SAMPIES ... e 3
6 Method Of teSt .......eiiiiee s 3
6.1 ViSUAI tESES ..oiiiiieiiii i 3
6.2 Shrinkage temMPerature ... ————————————— 3
6.3 Volatile MALer ... e 3
6.4 PH of the water extract ... 3
6.5 Effectiveness of the fungicide ... ————— 3
7 Packaging and Marking .........cccciimiiimiss s s s 3
71 = T2 = T | ' 3
7.2 1= T ] 3



		2026-06-28T22:52:27+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




