
 

 - 1 -

ISO 16334:2013-08 (E) 
 
 
Monolithic refractory products - Determination of resistance to explosive spalling 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references  .................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 1 
 
5 Apparatus  ........................................................................................................................................ 1 
 
6 Test specimens  .............................................................................................................................. 2 
 
7 Procedure  ........................................................................................................................................ 2 
 
8 Test report  ....................................................................................................................................... 3 
 
Annex A (informative) Method for determining the transition-point temperature  .................................... 4 
 


		2026-04-27T02:11:22+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




