DIN EN ISO 13934-2:2014-06 (E)

Textiles - Tensile properties of fabrics - Part 2: Determination of maximum force
using the grab method (ISO 13934-2:2014)

Contents Page
] =Y T o o 3
0 £ Yo 11T 3 T o O 4
1 S o o o - 5
2 Normative referenCes ... e 5
3 Terms and definitioNS ........ccooiiceciiiicce e e mn e s e nnnee 5
4 T T3 1 o SRS 6
5 85T 134 o 11 o 5SS 6
6 Y o o T - 10 =N 6
7 Atmosphere for conditioning and testing ..........ccccoiiiinn i —————— 7
8 Preparation of test SPECIMENS ... 7
8.1 =Y o = - | 7
8.2 D 11 4 =T L= T o o =S 8
8.3 Preparation of test SPECIMENS ... 8
8.4 Wet teSt SPECIMENS ... e e e e e s s s ss s s e e e e e ee s e sammn e e e e e ea s nnmnnneenesaas 8
9 g o Yo =T o 1] S 8
9.1 GaUuge [ENGLN ... —————————— 8
9.2 L= 1 L= o = (= T oY o NS 8
9.3 Mounting of test SPeCIMENS ... ————————— 8
94 (0. o =T - 1 oY o 8
9.5 Tests on wet test SPECIMENS ... i 9
10 Calculation and expression of reSuUlts ........ccccccoiccciiiiiriii s ccsc e e 9
1 IS5 8 (= oo o S 9
Annex A (informative) Suggested procedure for SAMPling .....cccccceericcccceiininnccc s 10
Annex B (informative) Locations of test specimens cut from a laboratory sample .........ccccccoviiriinnnens 11
Annex C (informative) Arrangements of jaws for the grab test .........ccccc s 12
7] o1 o =T ] 1/ 13



		2026-04-30T00:42:05+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




