ISO 13935-1:2014-04 (E)

Textiles - Seam tensile properties of fabrics and made-up textile articles - Part 1:
Determination of ma ximum force to seam rupture using the strip method

Contents Page
0T =T o iv
0 £ Yo 11T 3 T o O \'
1 S o o o - 1
2 Normative referenCes ... e 1
3 BT 4 3= 1 Lo Lo 1= 3 T 4 T Y 1
4 T T3 1 oSS 2
5 £ T 144 o 11 o 5SS 2
6 Y o 0T T 10 =N 2
6.1 L0 3T o 1 TN 2
7 Atmosphere for conditioning and testing ..........ccccoiiiiiinnni i —————— 3
8 Preparation of seams and of test SPECIMENS ... e 3
8.1 Preparation of seams, if required, before testing ........cccocccemrrrcecmrr e 3
8.2 Dimensions and preparation of test SPeCIMENS ... ———— 3
9 g 0T o= o 11 5
9.1 GaUGe [ENGLN ... —————————— 5
9.2 L= 1 L= o = (= T e o S 5
9.3 Mounting of test SPeCIMENS ... —————— 5
94 (0. o T=T - 1 oY o 5
10 Calculation and expression of results ... ——— 6
1 L= 5 98 0= o 6
=1 ] [0 T T -1 ] 2 /2 7



		2026-06-11T12:57:29+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




