ISO 3537:2015-04 (E)

Road vehicles - Safety glazing materials - Mechanical tests

Contents Page
0T =T o iv
1 5 o o o - OSSR 1
2 NOIrMAtive refErEeNCEeS ..o e m e e mmn s 1
3 TermsanddefinitioNs ... s 1
4 IS5 e 4 e 13T o 1
5 Application Of teStS ... s 1
6 227 g Dall teSt .....ceeiiiiieiir e ———— 1
6.1 o 1 0 oo [ 1
6.2 Y o 0T 1= 1 {1 1
6.3 =5 = o = 3
6.4 g 0T o 11 3
6.5 EXPression of reSUIES ........cccceiiiiiiiccc i ccsss e ss e e msn e e e e e s sann e s e s mnmnn e 3
7 2260 g ball test ... —————————————— 3
71 10T o 3
7.2 Y o o 2= = 1 0= 4
7.3 53 o 1= o 4
74 Yo=Y o T S 4
7.5 EXPression of reSUIES ... s ssnr e s mnn e e e e e s mnn e e s e s mnmnn e 4
8 Abrasion resistance test ... ———— 4
8.1 T T3 1 o PSS 4
8.2 Y o o 2= 1 = 1 {0 SR 4
8.3 53 A o (=Y oSS 7
8.4 Standardization of abrading Wheels ... ———— 7
8.5 g Yo=Y o 1] S 8
8.6 EXpression of results ... —————— 10
9 Fragmentation test ... ——————— 10
9.1 T 1 1 o 10
9.2 Y o 0T 1= 1 {0 = 1
9.3 Yo =T o T 1
9.4 EXPression of reSUILS ... s s s e e r e s smnn e e e e e s s e mne e e e e s mnnne 12
10 Head-fOrm test ...t e 13
10.1 PriNCIPIE .o 13
10.2 Y 0 0T = 1 F 13
10.3 o o7 =T LU - S 15
10.3.1 Tests on flat teSt PIECE ... 15
10.3.2 Tests on complete WINASCIEEN ... s s 15
104 EXPression of reSUltS ... s 16
Annex A (informative)Vacuumpick-upnozzlemodification ..........cccccvreeeimircecimincccre e 17
Annex B (informative)CalibrationverificationofTaberabraser ............ccccovvmmmiiiicccccsrr s 18



		2024-05-18T02:09:30+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




