
 

 - 1 -

DIN EN ISO 17881-1:2016-09 (E) 
 
 
Textiles - Determination of certain flame retardants - Part 1: Brominated flame 
retardants (ISO 17881-1:2016) 
 
 

Contents            Page 
 
 

 Foreword ..........................................................................................................................................................................................................................................4
1 Scope .................................................................................................................................................................................................................................5
2 Principle ........................................................................................................................................................................................................................5
3 Reagents ........................................................................................................................................................................................................................5
4 Apparatus .....................................................................................................................................................................................................................6
5 Procedure.....................................................................................................................................................................................................................6

5.1 Preparation of standard solutions ......................................................................................................................................... 6
5.1.1 Stock standard solution ............................................................................................................................................. 6
5.1.2 Internal standard solution ....................................................................................................................................... 6
5.1.3 Working solution ............................................................................................................................................................. 7

5.2 Preparation of test specimen ...................................................................................................................................................... 7
5.3 Ultrasonic wave extraction ........................................................................................................................................................... 7
5.4 Flame retardants determination ............................................................................................................................................. 7

6 Calculation ..................................................................................................................................................................................................................7
7 Test report ...................................................................................................................................................................................................................8
Annex A (informative) Test parameters by GC-MS .................................................................................................................................

Annex B (informative) Round Robin test ......................................................................................................................................................11

European	foreword ...............................................................................................................................................................................................................3

9


		2026-06-20T11:25:41+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




