
 

 - 1 -

ISO 18842:2015-08 (E) 
 
 
Aluminium oxide primarily used for the production of aluminium - Method for the 
determination of tapped and untapped density 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Principle  .......................................................................................................................................... 1 
 
4 Apparatus  ........................................................................................................................................ 1 
 
5 Sample handling and preparation  ................................................................................................ 2 
 
6 Procedure  ........................................................................................................................................ 2 
6.1 Moisture determination .................................................................................................................. 2 
6.2 Untapped bulk density determination  .......................................................................................... 2 
6.3 Tapped bulk density determination  .............................................................................................. 3 
 
7 Calculation and reporting of results  ............................................................................................ 3 
 
8 Precision  ......................................................................................................................................... 3 
 
9 Test report  ....................................................................................................................................... 4 
 
Bibliography  ..................................................................................................................................................... 7 
 


		2026-05-01T03:26:02+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




