ISO 17668:2016-02 (E)

Zinc diffusion coatings on ferrous products - Sherardizing - Specification

Contents Page
0T =T o iv
o X0 11T T o v
1 5 o o o - SRS 1

2 NOIrMAtiVe refErEeNCEeS .......coi i e e s e e e e 1

3 TermsanddefinitioNs ... nan 1

4 General reqUIrEMENLES ... me e s s e amme e e e e e e s e mnmn e e e s e nnnn 3

4.1 Surface condition base material ..........cooo i ————— 3

4.2 Information to be supplied by the purchaser ............ s 3

5 Acceptance inspection and sSamPpling ... ————————— 3

6 o= [ e I o] o 7= £ =TSSP 4
6.1 Y o o T== 1 = 1 Lo =SS 4
6.2 B I 0T (3 =T 4
6.2.1 = 0 T - N 4
6.2.2 IS5 4 T=T Lo T L 4
6.2.3 L] =T =T 1= = = - =S 5
6.2.4 Magnetic method or electro-magnetic method ...........cccovcviiinci 5
6.2.5 Gravimetric Method ... s 5
6.2.6 Thickness requUIreMents ...........oooeeeeeiemeeemmemmmeeeeeceee e enenesesmnmssssssssssssssssssssssssssssssnssssmnmnnnmnnnnnnn 5
6.3 X oY o =T Lo =Y o7 g1 =T 5 6
6.4 Additional clearances for threaded components ..........ccccciriiiiicccscrii e 6
7 CeritificateofcoOMPlianNCe ... e n e e s ne e s e nnnn 6
Annex A (normative) Information to be supplied by the purchaser to the sherardizer ........................... 7
Annex B (informative) Determination of thickness ..o 8
Annex C (informative) General information .........cccccniiiiiniii s —————— 10
Annex D (informative) Corrosion resistance of sherardized layers ..........cccccvreeeirirccccrerrncecrenee e 12
7] o1 o =T ] 1/ 13



		2026-07-12T08:16:20+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




