DIN EN ISO 13383-2:2016-08 (E)

Fine ceramics (advanced ceramics, advanced technical ceramics) - Microstructural
characteriz ation - Part 2: Determination of phase volume fraction by evaluation of
micrographs (ISO 13383-2:2012)
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