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DIN EN ISO 14647:2016-11 (E) 
 
 
Metallic coatings - Determination of porosity in gold coatings on metal substrates - 
Nitric acid vapour test (ISO 14647:2000) 
 
 

Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
Foreword  .......................................................................................................................................................... 4 
 
Introduction  ...................................................................................................................................................... 5 
 
1 Scope  ............................................................................................................................................... 6 
 
2 Normative references ..................................................................................................................... 6 
 
3 Terms and definitions  .................................................................................................................... 7 
 
4 Apparatus  ........................................................................................................................................ 7 
 
5 Reagent  ........................................................................................................................................... 8 
 
6 Safety  ............................................................................................................................................... 8 
 
7 Procedure  ........................................................................................................................................ 8 
 
8 Precision  ....................................................................................................................................... 10 
 
9 Test report  ..................................................................................................................................... 10 
 
Annex A (informative) Time of exposure to nitric acid vapour  ................................................................. 11 
 
Annex B (informative) Procedure recommended for avoiding the use of chlorinated hydrocarbons  . 12 
 
Bibliography  ................................................................................................................................................... 13 
 


		2026-05-14T01:27:54+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




