ISO 17561:2016-07 (E)

Fine ceramics (advanced ceramics, advanced technical ceramics) - Test method for
elastic moduli of monolithic ceramics at roo m temperature by sonic resonance

Contents Page
0T =T o iv
1 8T o o1 1
2 Normative referenCes ... 1
3 TermsanddefinitioNs ... e 1
4 Summary of test Method .......... e e 2
5 Y o o 2= = 1 {0 SR 3
5.1 7= o 1= - | 3
5.2 (0 L= o || - 1 o) Y 5
5.3 AMPIIFIEE e e 5
5.4 D Y S 5
5.5 [ 1= =T o3 o NS 5
5.6 =T TU LY g oy oo T Ty Y 6
5.7 Specimen SUSPENSION MEANS .......cceiiiiiiiiiiiiieiir i sms s e e s e s s s s smms e e s e ee s s a s snmnnassannan 6
5.8 T oY 4T =Y S 6
5.9 VerNier CAllIPOr ... s s s nnnan 7
5.10 T 1 = 1o S 7
6 IS5 A o (=Y o = SR 7
7 TSt ProCEAUIE ...t ane 7
71 Measurement of the size and the Mass ... 7
7.2 Positioning of the SPecimen ... —————— 7
7.3 Measurement of resonant freqQUENCY ..o ———— 8
8 L0 111 1] =T e 1= 9
9 =53 08 0= o 1
{271 o e [ =T o 4 17/ SRR 12



		2026-06-24T19:19:11+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




