
 

 - 1 -

DIN EN 14713:2016-10 (E) 
 
 
Adhesives for paper and board, packaging and disposable sanitary products - 
Determination of friction properties of films potentially s uitable for bonding 
 
 

Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
Introduction  ...................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references ..................................................................................................................... 5 
 
3 Terms and definitions  .................................................................................................................... 5 
 
4 Apparatus  ........................................................................................................................................ 6 
 
5 Test specimens  .............................................................................................................................. 8 
5.1 Sampling  ......................................................................................................................................... 8 
5.2 Preparation of test specimens  ...................................................................................................... 8 
 
6 Procedure  ........................................................................................................................................ 9 
6.1 General  ............................................................................................................................................ 9 
6.2 Friction measurement A: Coating against coating  ..................................................................... 9 
6.3 Friction measurement B: Coating against the uncoated side of the test specimen or 

surface of other material  ............................................................................................................... 9 
 
7 Expression of results  ..................................................................................................................... 9 
7.1 Static friction  .................................................................................................................................. 9 
7.2 Dynamic friction  ........................................................................................................................... 10 
 
8 Test report  ..................................................................................................................................... 10 
 
Bibliography  ................................................................................................................................................... 11 
 


		2026-06-24T19:00:13+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




