DIN EN ISO 2420:2017-05 (E)

Leather - Physical and mechanical tests - Determination of apparent density and
mass per unit area (1ISO 2420:2017)

Contents Page
EUTOP AN FOT@WOI' ... 3
20 0 4
1 SCOPIC ...t 5
2 NOIIATIVE FEECI@IICES .........ooooooo oo st 5
3 Terms and AeFiNTTIONIS ... 5
4 PIIIICIPILC ...t 5
5 AP PATATUS ... 5
6 Sampling and sample PreParation ... 6
7 PIOCEAUIT ... e e e et

7.1 B STy 00 ) 6 N L [0 ) 0 K300

7.2 MeasuremMent Of TNICKIIESS ...t

7.3 Measurement of dimensions

7.4 Y T T Q=) 00 U< AL o0 i 6 6 U= K oSO
8 EXPIeSSION Of TESULES ...ttt

8.1 Apparent density..........

8.2 Mass per unit area
9 T@ST TEPOTL ...




		2026-04-17T11:06:58+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




