DIN EN ISO 6508-1:2016-12 (E)

Metallic materials - Rockwell hardness test - Part 1: Test method (ISO 6508-1:2016)

Contents Page
EUTOP AN FOT@WOITA. ... 3
FFOT@WOTM ...k 4

SCOPIC ...t 5
2 NOIMATIVE FEEETEIICES .........c..cooiivr e 5
3 PIIIICIPLC ... 5
4 Symbols, abbreviated terms and designations ... 6
5 Testing machine
6 T@ST PHECE ...k
7 PIOCEAUIE. ... 9
8 Uncertainty Of the F@SULES. ...t 11
9 T@ST TE@POTE........oo et 11
10 Conversions to other hardness scales or tensile strength values................nnn 12
Annex A (normative) Special HR30TSm and HR15TSm test for thin products..............ccnnn 13

Annex B (normative) Minimum thickness of the test piece in relation to the Rockwell hardness..14

Annex C (normative) Corrections to be added to Rockwell hardness values obtained on

€ONVEX CYINAITICAL SUTTACES ... 17
Annex D (normative) Corrections to be added to Rockwell hardness C scale values obtained

on spherical test surfaces of various diameters............. e 20
Annex E (normative) Daily verification ProcCedure ... 21
Annex F (normative) Inspection of diamond iINAeNters ... 24
Annex G (informative) Uncertainty of the measured hardness values ... 25
Annex H (informative) CCM — Working group on hardness..................cssssssns 32
Annex I (informative) Rockwell hardness measurement traceability................. 33
BIBDLIOGIAPIY ... 36



		2026-06-16T18:29:58+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




