
 
 - 1 - 

DIN 50125:2016-12 (E) 
 
 
Testing of metallic materials - Tensile test pieces 
 
 
Contents            Page 
 
 

Foreword ............................................................................................................................................................................... 3 

1 Scope ........................................................................................................................................................................ 4 

2 Normative references ......................................................................................................................................... 4 

3 Terms and definitions ......................................................................................................................................... 4 

4 Types, dimensions, and designation .............................................................................................................. 4 
4.1 General .................................................................................................................................................................... 4 
4.2 Type A tensile test piece..................................................................................................................................... 6 
4.3 Type B tensile test piece..................................................................................................................................... 7 
4.4 Type C tensile test piece ..................................................................................................................................... 8 
4.5 Type D tensile test piece .................................................................................................................................... 9 
4.6 Type E tensile test piece ................................................................................................................................... 10 
4.7 Type F tensile test piece ................................................................................................................................... 13 
4.8 Type G tensile test piece ................................................................................................................................... 14 
4.9 Type H tensile test piece .................................................................................................................................. 15 

5 Marking ................................................................................................................................................................. 16 

Bibliography ....................................................................................................................................................................... 17 


		2024-05-03T09:37:22+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




