ISO 10638:2017-07 (E)

Rubber - Identification of antidegradants by gas chromatography/mass spectrometry

Contents Page
0T =T o iv
o X0 11T T o v
1 5 o o o - SRS 1
2 Normative references ... ————————————————— 1
3 Terms and definitioNs ... e 1
4 T T T oS 1
5 Thermal-desorption Method ... e 2
5.1 Reagents and mMaterials ... 2
5.2 Y o 0T 1= 1 {0 2
5.3 8= T ] o 11 4T R Y 2
5.4 o 0T [ N 3
6 Solvent-extraction Method ..o ——————————— 3
6.1 Reagents and materials ..o ———_—— 3
6.2 Y o o T - 11 =N 4
6.3 SAMPIING i ———— 4
6.4 Yo=Y o T S 4
7 N T 1= = 4
71 =Y o = - | 4
7.2 T o= o T S 4
7.3 Important observations for analysis ......ccccccciicccriiiiinccccrr e ————————— 5
8 IS5 8 (= oo RS 5
Annex A (normative) Antidegradants covered by this document .............cocciiiriiiriniicc 6
Annex B (informative) Chromatograms and mass SPectra .........c.ccccvviirriniimnnss s e 10
Annex C (informative) Determination of gas-chromatographic retention index .........ccccecciiiiiiniiiiinns 42
7] o1 o =T ] 1/ 45



		2026-06-12T17:11:18+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




