ISO 19652:2018-04 (E)

Fine ceramics (advanced ceramics, advanced technical ceram ics) - Test method for

complete decomposition performance of semiconducting photocatalytic materials
under indoor lighting environment - Decomposition of acetaldehyde

Contents Page
0T =T o iv
1 £ o o o - SRS 1
2 NOIrMAtiVe refErEeNCEeS .......ooi i e e s e e mmn e 1
3 TermsanddefinitioNs ... s 1
4 10T o 2
5 Y o o 2= = 1 0 = 2
51 IS5 =T T o] 4 =Y o 2
5.2 10T o =T o S 3
5.3 I | =T o T U o =S 3
54 UV CUL CONAILION ...t e e mnmn e 4
5.5 Analytical system of acetaldehyde ... 4
5.6 Analytical system for carbon dioXide ..........ccccociiiiiiiiiccircc e ————— 4
6 B IS5 =T 1] oSS 4
7 g Yo=Y o 1] S 4
71 Pretreatment of test samplle ... 4
7.2 Acetaldehyde decomposition testing ........cccccvvcmiiiiin e ——— 5
8 L0 1 1] = o o 6
8.1 =Y o = - | 6
8.2 Carbon dioxide concentration ..........cccccoierermminssce e er e e sn e e e 6
8.3 Measurement €Nd POINL .........cciiiiiiiiiirirrrr e s s e e e e e e s s s s s samnr e e e eeseassssmnnneeneasssnnnnnne 6
8.4 Determination of complete decomposition ..o ——— 7
8.5 Elapsed time to complete decomposition .........cccccciiiiiiccciscrinr e 9
9 I3 =T oo o 9
Annex A (informative) Example of test reSults .......ccccccemriniisi e —————— 10
[ T] o 1o =T ] 13T/ 1



		2026-04-18T03:18:28+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




