ISO 1853:2018 (E)

Conducting and dissipative rubbers, vulcanized or thermoplastic —
Measurement of resistivity

Contents

Foreword

Introduction

1 Scope

2 Normative reference

3 Terms and definitions

4 Method 1
41 Apparatus and materials
4.2 Calibration
4.3 Test piece
44 Number of test pieces
4.5 Procedure
4.6 Expression of results
4.7 Test report

5 Method 2
5.1 Apparatus and materials
5.2 Calibration
5.3 Test piece
5.4 Number of test pieces
5.5 Procedure
5.6 Expression of results
5.7 Test report

6 Method 3
6.1 Apparatus and materials
6.2 Calibration
6.3 Test piece
6.4 Number of test pieces
6.5 Procedure
6.6 Expression of results
6.7 Test report

Annex A (informative) Solid-state electrometer

Annex B (normative) Calibration schedule

B.1 Inspection
B.2 Schedule

Page count: 13



		2026-06-09T12:23:51+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




