DIN 51604-2:2020-02 (E)

FAM-test ing fluid for polymer materials - Composition and requirements - Part 2:
Testing Fluid B, containing methanol
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Tables

Table 1 — Requirements for FAM testing fluid B and test methods.......ccccocvminnnnnnnnnnnn,
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