
 
 - 1 - 

DIN EN 17333-4:2020-07 (E) 
 
 
Characterisation of one component foam - Part 4: Mechanical strength 
 
 
Contents            Page 
 
 
European foreword  .......................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references ..................................................................................................................... 4 
 
3 Terms and definitions  .................................................................................................................... 5 
 
4 Test methods  .................................................................................................................................. 5 
4.1 Method 1 - Compression strength  ................................................................................................ 5 
4.1.1 Principle  .......................................................................................................................................... 5 
4.1.2 Equipment  ....................................................................................................................................... 5 
4.1.3 Sampling  ......................................................................................................................................... 6 
4.1.4 Test procedure  ............................................................................................................................... 8 
4.1.5 Expression of results  ..................................................................................................................... 9 
4.1.6 Test report  ....................................................................................................................................... 9 
4.2 Method 2 - Tensile strength  ........................................................................................................ 10 
4.2.1 Principle  ........................................................................................................................................ 10 
4.2.2 Equipment  ..................................................................................................................................... 10 
4.2.3 Sampling  ....................................................................................................................................... 11 
4.2.4 Test procedure  ............................................................................................................................. 13 
4.2.5 Expression of results  ................................................................................................................... 14 
4.2.6 Test report  ..................................................................................................................................... 14 
4.3 Method 3 - Shear strength  ........................................................................................................... 15 
4.3.1 Principle  ........................................................................................................................................ 15 
4.3.2 Equipment  ..................................................................................................................................... 15 
4.3.3 Sampling  ....................................................................................................................................... 15 
4.3.4 Test procedure  ............................................................................................................................. 16 
4.3.5 Expression of results  ................................................................................................................... 17 
4.3.6 Test report  ..................................................................................................................................... 17 
4.4 Method 4 - Movement capability  ................................................................................................. 18 
4.4.1 Principle  ........................................................................................................................................ 18 
4.4.2 Equipment  ..................................................................................................................................... 18 
4.4.3 Sampling  ....................................................................................................................................... 18 
4.4.4 Test procedure  ............................................................................................................................. 20 
4.4.5 Expression of results  ................................................................................................................... 21 
4.4.6 Test report  ..................................................................................................................................... 22 
4.5 Method 5 - Bonding strength  ...................................................................................................... 23 
4.5.1 Principle  ........................................................................................................................................ 23 
4.5.2 Equipment  ..................................................................................................................................... 23 
4.5.3 Sampling  ....................................................................................................................................... 24 
4.5.4 Test procedure  ............................................................................................................................. 25 
4.5.5 Expression of results  ................................................................................................................... 26 
4.5.6 Test report  ..................................................................................................................................... 26 
 
Bibliography  ................................................................................................................................................... 28 
 


		2026-06-27T19:52:57+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




