ISO 10113:2020-01 (E)

Metallic materials - Sheet and strip - Determination of plastic strain ratio

Contents Page

2 INOTTNATIVE FEECT@INICES ........oooooooeoeoeeeeeeeeeeeeeeeeeeeeeeeeeeeeeeeeeee oot 1
3 TermsS AN AEFINEEIONIS ...ttt 1
4 SYIMIDIOLS ... 2
5 PIIIICEPI@ ...t 4
6 TEST @QUUIPITIEIIT ...k 5
7 T@ST PHECE ... 6
8 PIOCEAUITC...........oooeeeeeeeeeeeeeeeeeeeeeeee oot e ettt ettt ettt e eeeeeeeese e
8.1 General
8.2 Method without using any extensometer (manual method) ... 7
8.2.1 (0TS0 L) ir= Y 7
822 TESTIIIZ ..o 7
8.2.3 DA TZ2 Y LU 1 (o ) o 8
8.3 Method only with length extensometer (semi-automatic method) ... 8
8.3.1 (O] 1<) = OSSN 8
8302  T@STIIIG oot 8
8.3.3 DA 7ZZ Y LD 1 (0 ) o 9
8.4 Method with width and length extensometer (automatic method) ... 9
8.4.1 General
842 TSN e
8.4.3 | DATZZY LU 1 (o ) o 9
9 Additional test results
10 T@ST TE@POTE........oo et
Annex A (informative) Methods for investigating sources of errors in r-value determination........... 13

Annex B (informative) International comparison of symbols used in the determination of

plastic strain ratio

BIDLIOZGIAPIY ..o



		2026-07-08T18:00:10+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




