ISO 2453:2020-05 (E)

Rubber, raw styrene-butadiene, emulsion-polymerized - Determination of bound
styrene content - Refractive index method

Contents Page
FOT@WOIIM ..o iv
SCOPIC ... e 1
2 NOIMATIVE FEEEIEIICES ............cooir et 1
3 Terms and defiMITIOTIS ... 1
4 PTIIICIPIC ... 1
5 REAGEOIIES ...t 1
6 Apparatus
7 Preparation Of TEST PIECES ...t 3
8 PTOCEAUIE. ... 4
9 EXPIeSSION OF TESULES ...ttt 5
10 PIECISTON ...tk 6
11 TESE T@POTE ... 6
Annex A (informative) PreCiSIon data ... 8
Bibliography




		2026-06-26T20:04:15+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




