
 
 - 1 - 

ISO 22284:2020-05 (E) 
 
 
Leather - Raw skins - Guidelines for preservation of goat and sheep skins 
 
 
Contents            Page 
 

Foreword ........................................................................................................................................................................................................................................iv
Introduction ..................................................................................................................................................................................................................................v
1 Scope ................................................................................................................................................................................................................................. 1
2 Normative references ...................................................................................................................................................................................... 1
3	 Terms	and	definitions ..................................................................................................................................................................................... 1
4 Characteristics of salt and auxiliary substances used in preservation processes ........................... 1

4.1 Characteristics of salt ........................................................................................................................................................................ 1
4.2 Quantity of salt ........................................................................................................................................................................................ 1
4.3 Auxiliary chemicals and preservation mixtures......................................................................................................... 2

5 Preservation methods of skins .............................................................................................................................................................. 2
5.1 General ........................................................................................................................................................................................................... 2
5.2 Drying ............................................................................................................................................................................................................. 2
5.3 Wet salting .................................................................................................................................................................................................. 3
5.4 Brining ............................................................................................................................................................................................................ 3
5.5 Dry salting ................................................................................................................................................................................................... 3
5.6 Chilling ........................................................................................................................................................................................................... 3


		2026-06-19T18:55:43+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




