ISO 2313-2:2021 (E)

Textiles — Determination of the recovery from creasing of a folded specimen
of fabric by measuring the angle of recovery — Part 2: Method of the vertically
folded specimen
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Foreword

Introduction
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Terms and definitions

Principle

Apparatus

Sampling and preparation of specimens
Atmosphere for conditioning and testing
Test procedure

Expression of results

Test report

(informative) Example of automatic tester
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