ISO 4761:2022-01 (E)

Non-destructive testing of welds - Phased array ultrasonic testing (UT-PA) for thin-
walled steel components - Acceptance levels

Contents Page
0T =T o iv
1 5 o o o - SRS 1
2 NOIrmMative refEreNCEeS ... s s s mn e e e s s e nmmr e e e e e s s nmnmnnnns 1
3 TermsanddefinitioNs ... e 1
4 SYMDOIS .ot ———— 1
5 Sensitivity setting and 1eVeIS ... 2
6 X o 2= o =T 1o =30 (==Y SRR 2
7 Evaluation of indications ... 2
8 Acceptance criteria for two-sided testing ........c.ccccvvieiiinii e ————— 3
8.1 7= T - N 3
8.2 Longitudinal indications .........cccccimiiiiiim i ———— 3
8.3 Transverse iNdICAtIONS ... s mme e s 5
8.4 Cumulative length of iNndiCations ..o e 5
9 Acceptance criteria for single-sided testing .........cccccrirrerirircscr e 6
9.1 =Y =T | 6
9.2 [Ie YT 1140 Lo [0 F= 1 I 4 Lo [ o%= 1 o T30S 6
9.3 Transverse iNdICAtiONS ... s e nan 7
9.4 Cumulative length of indications ..o ——— 7

7] o 1 o - o 1 )/ 8



		2026-06-20T23:37:45+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




