
 
 - 1 - 

ISO 23721:2022-03 (E) 
 
 
Corrosion of metals and alloys - Rating method by appearance of rust and stains of 
atmospheric corrosion for stainless steels 
 
 
Contents            Page 
 
 

 

 

 

 

 

 

 

 

 

 

Foreword ........................................................................................................................................................................................................................................iv
Introduction .................................................................................................................................................................................................................................v
1 Scope ................................................................................................................................................................................................................................. 1
2 Normative references ..................................................................................................................................................................................... 1
3	 Terms	and	definitions .................................................................................................................................................................................... 1
4 Principle ........................................................................................................................................................................................................................ 1

4.1 Photographic standard.................................................................................................................................................................... 1
4.2 Rating method ...................................................................................................................................................................................... 11

5 Expression of results ....................................................................................................................................................................................12
6 Test report ...............................................................................................................................................................................................................12
Annex A (informative) Relationship between rating number and total area of rust and 

stains .............................................................................................................................................................................................................................13
Bibliography .............................................................................................................................................................................................................................14


		2026-05-12T02:07:07+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




