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DIN EN ISO 6769:2023-02 (E) 
 
 
Vitreous and porcelain enamels - Determination of surface scratch hardness 
according to the Mohs scale (ISO 6769 :2022) 
 
 

Contents            Page 
 

 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references ..................................................................................................................... 5 
 
3 Termsanddefinitions  ...................................................................................................................... 5 
 
4 Principle  .......................................................................................................................................... 5 
 
5 Reference minerals  ........................................................................................................................ 5 
 
6 Test specimen  ................................................................................................................................ 6 
 
7 Procedure  ........................................................................................................................................ 6 
 
8 Assessment of result  ..................................................................................................................... 6 
 
9 Test report  ....................................................................................................................................... 6 
 

European foreword  .......................................................................................................................................... 3 
 
Foreword  .......................................................................................................................................................... 4 

 


		2024-05-12T17:40:14+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




