ISO 4484-1:2023-02 (E)

Textiles and textile products - Microplastics from textile sources - Part 1:
Determination of material loss from fabrics during washing

Contents Page
0T =TT o iv
L Yo 11T T v
1 £ o o o - OSSR 1
2 LV LeT g 0B LY =T =Y =] =Y o Lo =Y NS 1
3 TermsanddefinitioNs ... nan 1
4 T T 1o =S 1
5 Y= T =T 0 S 1
6 APPAFALUS ... s s e n s nrnrnrrrrrrrnrrrnan 2
7 Preparation of test SPECIMEN ... 4
71 €T T - N 4
7.2 8= T3 1 o 11 4T 4
7.3 Preparation of test SPeCIMENS ... ————————— 4
8 o T o= LT - S 5
8.1 Determination of dry mass of test Specimens ... —————— 5
8.2 L 1 2= gl o = o = = 1) o 5
8.3 Determination of dry mass of the filter ... 5
8.4 L 4T T T T T 0 o= = 5
8.5 Filration ProCEeSS .....ooiiiiiiiiciciceiiiii i irs e e s s s e e e e s ss s e e e e e e s s s s s s smm e e e e e e e sas s nmn e e e e eesnnsnnnnnnnes 5
9 EXPression of reSUIES ..o csssr s s sss e s s e e e s s a s nmme e e e e s e mnmnnnes 6
10 B I3 08 =Y oo 7
Annex A (informative) Rationale ... ——————— 8
Annex B (informative) Statistical data ...........ccccoiivimiiinii e ————————— 9
Annex C (informative) Topics for further investigations -- Containers of 550 ml ............ccccorviccenrnnneen. 10

23] o [ TeTe | o 1)V SRR 1



		2026-05-12T23:27:08+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




