DIN EN ISO 2418:2023-05 (E)

Leather

- Chemical, physical, mechanical and fastness tests - Position and

preparation of specimens for testing (1ISO 2418:2023)

Contents Page
[STR] o oY== 1 4 T8 o LNV (o OSSR 3
0T =Y o 4
1 S o o o - 6
2 NOIrmMative refereNCEeS ... e mm e e e s s mme e e e e e mnmnn e 6
3 BI04 3= 1 Lo Lo 1= 0 T 4 T SR 6
4 Position of laboratory test SPeCimMens ... ————— 7
41 €LY T - N 7
411 Segmentation of [eather ... ———————— 7
4.1.2 Selection of test SPECIMENS ......coiiiiiii e ———————— 7
41.3 Position of specimens for physical and mechanical testing .........ccccoccinriininniicccnee, 8
41.4 Position of specimens for chemical testing ..........ccocociiiiiiinncc 8
41.5 Position of specimens for colour fastness testing ........cccccccminiimminni 8
4.1.6 Location of test specimens where areas of tension exist .........ccocccooiimriiccccsccc s 8
4.1.7 Location of test specimens in case of arbitration ... 8
4.2 Whole hides, SKiNS and SIS ......cciiieeiiiiimiiiiiiiir s s e s ss e nnnssssennsns 8
4.3 7= T Eo3 (10 = 11
4.4 85 1o T U] e 1= PR 12
4.5 7= | 13
5 Storage of laboratory leather pieces and SPECIMENS .........coovecccierrirrriinccsserrr e 13
6 IdentificationofofficialtestSpecimens ... ——— 14
6.1 Marking of the direction of the backbone .........ccccomiriiiinnii e —— 14
6.2 Identification Marking ... —————————— 14
7 Design of press knives for cutting test pieces .........ccccvriercirircecrrrrcce e 14
8 Preparation of teSt PIECES ...t e e e e nnnne 14
=1 7 [0 Yo T = o] 137/ 15



		2026-06-17T14:41:54+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




