ISO 17499:2023-03 (E)

Carbonaceous materials used in the production of aluminium - Determination of
baking level expressed by equivalent temperature

Contents Page
0T =TT o iv
L Yo 11T T
1 £ o o o - OSSR
2 LV LeT g 0B LY =T =Y =] =Y o Lo =Y NS
3 TermsanddefinitioNs ... nan
4 T T 1o =S
5 =Y =1 (=Y Lo = oo Y (-
5.1 =Y =T |
5.2 Selection and preparation ... e e aan
6 L0 111 0] = 1o TN 21 ] Y=
7 Y 0 0T - 1 0 =N
8 IS5 o (o = L] -
8.1 Equivalent temperature measurement ...
8.2 Equivalent temperature of @ SECHION ........cooo o ———————————
9 EXPeSSioN Of reSUIS ....coooicciiiii i sss e s s e e s s s s smn e e e e e e s s e mmmn e e e e s s nmnmnnnns
9.1 Equivalent temperature of a single anode or cathode .........cccoccocmmrrrecrrnccccn e
9.2 Equivalent temperature of @ SECHION ........cooeiiicccciiii e ———
10 g =Y o2 = 1o o

11 B 12T 08 =Y oo o



		2026-06-09T23:38:35+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




