ISO 4907-1:2023-04 (E)

Plastics - lon exchange resin - Part 1: Determination of exchange capacity of acrylic
anion exchange resins

Contents Page
0T =TT o iv
L Yo 11T T v
1 £ o o o - OSSR 1
2 LV LeT g 0B LY =T =Y =] =Y o Lo =Y NS 1
3 TermsanddefinitioNs ... nan 1
4 T T 1o =S 2
5 Y= T =T 0 S 2
6 APPAFALUS ... s s e n s nrnrnrrrrrrrnrrrnan 6
7 8T 13 4 o =SS 7
71 £ T 14 4 ] 11 o SRS 7
7.2 Sample preparation ... ——————————————————— 7
8 o T o= LT S 8
8.1 Removal of the external water ............. e 8
8.2 L 4T T L= 0 41 (=Y 4 8
8.3 Strong-base group CAPACILY ......ccccceecerrricscerrrcsre s rrrsre s rrssre s ssssre e s s sn e e sssn e s s ne e s essme e s ensmneeensnnnes 8
8.4 Weak-base group CapacCity .........occccciimiiiiiiimrir s s 8
8.5 Weak-acid group Capacity ........coccccceeiiiiiiiicmris s s s 8
9 L0 1] = ' o 9
9.1 Strong-base group CAPACILY .......cccccmrrriiiiiiiiirserrrr s ss s ssssme e e s ss s sssmse s e e s s s s s smmer e e e e e ss e nmeneneeeanan 9
9.2 Weak-base group Capacity ..........cccccciiriiniimriiniis s n e e 9
9.3 Weak-acid group Capacity ........c.cccccecimiiiiiiiiiis s 10
10 JLICET3 =1 Yo T 1
Annex A (normative) SAmMPIiNg ....cccceiiiiiiriiiir e —————————— 12

Annex B (normative) Determination of water content of anion exchange resins by centrifugation ....14

{271 o e | o 1)V SRR 16



		2026-06-24T11:40:19+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




