DIN EN ISO 6508-3:2024-04 (E)

Metallic materials - Rockwell hardness test - Part 3: Calibration of reference blocks
(ISO 6508-3:2023)

Contents Page
EUTOP@AIN FOT@WOTM ...t 3
FOT@WOTITM..........ooooooo e85 5885585588 4
1
2 NOTIMATIVE TEEET@IICES ...t 5
3 Terms and defiMITIONIS ...t 5
4 Manufacture of reference BIOCKS. ... 5
5 Calibration machine and calibration INdenter ... 6
5.1 GEIMET AL ..ok 888 6
5.2 Direct verification of the calibration Machine ..., 6
5.3 Calibration diamond indenter
5.4 Calibration Dall INAENEET ...
5.5 Performance verification of the calibration machine and indenter............cnn 9
6 Reference block calibration procedure
7 NUMDeEr Of INA@NETATIONS ..o s
8 UnIformity Of RATAIESS ... 11
9 MEATKIIIG ... 12
10 Calibration CEITIFICATE ... 12
11 VALEAERY . 12
Annex A (informative) Uniformity of reference BIOCKS..................ooioccssesseesses s 13
Annex B (informative) Uncertainty of the mean hardness value of hardness-reference
BIOCKS ..ot 15
Annex C (normative) Requirements for reference diamond indenters ... 20
Annex D (normative) Control verification of the calibration machine................... 21
BIDLEOZIAPIY ... 22



		2024-05-16T05:02:27+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




