ISO 4649:2024-08 (E)

Rubber, vulcanized or thermoplastic - Determination of abrasion resistance using a
rotating cylindrical drum device

Contents Page
0T =TT o iv
L Yo 11T T v
1 £ o o o - OSSR 1
2 LV LeT g 0B LY =T =Y =] =Y o Lo =Y NS 1
3 TermsanddefinitioNs ... nan 1
4 T T 1o =S 2
5 Apparatus and Materials ... s 4
6 L0 111 0] - 1 o o R 5
7 L= B (= o = 5
71 Type and preparation ............ceeeeeeeeeemecemememememeerereerenesesnsnsenmnnsesmsmsmsmsmsmsmsssmsssmsssssssssssssssesnsnsnsnnnnnnnn 5
7.2 I T T3 ] o =T NS 6
7.3 Time interval between vulcanization or forming and testing ..........cccocoviiiiicicccceies 6
7.4 CoNAItiONING ...ueeeiiiiieiri i ——————— 6
8 TeSt tEMPEIratUre ... s e s me e e e e s s mmn e e e e e s s nnmnn e e e e e e aan 6
9 o T o= LT - S 6
9.1 General test ProCeAUIE ........ccccccicecriiir i rer e e s s sssn s e e e s s s s s m s e e e e e e s s s smnmn e e e e e ess s snnneeenesansssnnnn 6
9.2 Comparison against standard reference compounds or user-defined reference

COMPOUNAS ..cooviiiiieeneemnmnnnnnnnnnrnnnnnsmsmsmsmsmsmsmsssssesmsmsmsmsmsmsmsmsmsmsmsmsmsmsssssssssssssssssssssssssssssssssssssssssssssssssss 7
9.3 [ 1= T | PSS 8
10 EXpression of results ... ————— 8
10.1 7= T - PN 8
10.2 Relative VOIUME [0SS, VIel ...ttt r s s s e s e s e s s s s e e s s e mmnn s a e e s e e e nnnmnn s s e eennns 8
10.3 Abrasion resistance iNAeX ... 8
1 =T o =7 oY o S 9
12 L= 08 (=T o T 9
Annex A (normative) Suitable abrasive sheet ... —————— 10
Annex B (normative)Standardanduser-definedreferencecompounds ............cccceeiiiiiicnniniisnnnnennnnns 11
Annex C (normative) Calibration schedule ..........cccceiiiiiiiriin e —— 15
Annex D (informative) Precision and bias ...........ccccciiniimmiiniir 17

7] o1 To T | o 13/ 19



		2026-05-11T13:46:51+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




