
 
 

DIN 51563:2025-06 (E) 
 
 
Testing of mineral oils and related materials - Determination of viscosity temperature 
relation - Slope m 
 
 
Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
1 Scope  ............................................................................................................................................... 4 
 
2 Normative references ..................................................................................................................... 4 
 
3 Terms and definitions  .................................................................................................................... 4 
 
4 Principles  ........................................................................................................................................ 4 
 
5 Principle  .......................................................................................................................................... 5 
 
6 Measurement  .................................................................................................................................. 5 
 
7 Evaluation  ....................................................................................................................................... 5 
7.1 Mathematical method ..................................................................................................................... 5 
7.2 Graph method  ................................................................................................................................. 6 
 
8 Expression of results  ..................................................................................................................... 6 
 
9 Precision  ......................................................................................................................................... 7 
 
Annex A (normative) VT graph sheet according to Ubbelohde  .................................................................. 8 
 
A.1 General  ............................................................................................................................................ 8 
 
Bibliography  ................................................................................................................................................... 10 
 
Figures Figure A.1 -- VT graph sheet according to Ubbelohde  .................................................................. 9 
 


		2026-07-07T01:01:42+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




