
 
 

ISO 5017:2025-09 (E) 
 
 
Dense shaped refractory products - Determination of bulk density, apparent porosity 
and true porosity 
 
 
Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 1 
 
4 Principle  .......................................................................................................................................... 3 
 
5 Apparatus  ........................................................................................................................................ 3 
 
6 Test pieces  ...................................................................................................................................... 4 
6.1 Number of test pieces  .................................................................................................................... 4 
6.2 Preparation  ..................................................................................................................................... 4 
 
7 Procedure  ........................................................................................................................................ 4 
7.1 Determination of mass of dry test piece (m1)  ............................................................................. 4 
7.2 Soaking of test piece  ..................................................................................................................... 5 
7.3 Determination of apparent mass of immersed test piece (m2)  ................................................. 6 
7.4 Determination of mass of soaked test piece (m3)  ...................................................................... 7 
7.5 Determination of density of immersion liquid  ............................................................................. 7 
 
8 Expression of results  ..................................................................................................................... 7 
 
9 Test report  ....................................................................................................................................... 8 
 
Annex A (informative) Precision and bias  .................................................................................................. 10 
 
Bibliography  ................................................................................................................................................... 12 
 

Terms  and  definitions  ....................................................................................................................


		2026-06-28T21:08:09+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




